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Figure 1: MP 40: Microparticles PMMA (3)
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MP 40

HV |pressuremag o | WD [11/12/2010 —— 50 ym
2.00kV| 60 Pa 2000 x 6.4 mm4:57:02 PM Www.uws.uni-wuppertal.de

Figure 2: MP 40: Microparticles PMMA

HV |pressuremag o | WD [11/12/2010 —— 30 um
2.00kV| 60 Pa 4000 x 6.4 mm4:59:21 PM Www.uws.uni-wuppertal.de

Figure 3: MP 40: Microparticles PMMA (2)
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MP 40

Particle material PMMA
Particle diameter (maximum) 75 ym
Particle diameter (minimum) 0.5 ym
Particle diameter (mean) 40.06 pm

Geometric standard deviation 3.56 ym
(volume)

Mehr Informationen:
https://www.palas.de/zh/product/mp40
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